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ABSTRACT

Quantum mechanical calculations are performed on both bulk iron and the surfaces of
iron represented by the (100) and (111) cleavage planes. The quantum mechanical methods
being used in this study are the Pseudopotential Planewave (PP-PW) DFT as implemented in the
CASTEP codes, and the Full Linearized Augmented PW (FLAPW) DFT method as implemented
in the WIEN97 codes. In thefirst part of the study, the PP-PW theoretical treatment is
benchmarked by reproducing experimental properties of iron such as the saturation
magnetization, the effective magneton number, the unit cell parameter for BCC iron, the bulk
modulus, and the minimum energy separations for the surface planes at the Fe(100) surface. The
model used is that of a dab, and the resulting relaxation in the inter-planar distances is studied as
afunction of the number of layersin the dab and the number of planes relaxed in the energy
minimization. In the second part of the paper, the interaction of CO with the Fe(100) and
Fe(111) surfacesis studied by performing energy minimizations again using PP-PW, beginning
with CO placed at an arbitrary distance and orientation from the surfaces. The resulting
structures are in good agreement with available experimental data, and the binding energies are
found to be in reasonable agreement with experiment. In the third part of this work a segment of
the potential energy surface representing the interaction of Hp with the Fe(111) surface is
mapped using the FLAPW approach. The current results indicate the possibility of the H,
molecule reacting with the iron to form iron hydride with no, or a very negligible, activation
barrier. Finally, inthelast part of this study, the development of aclassical potential energy
function is described. This “Tersoff” function has the desirable characteristic of describing
bond-order among the iron atoms in the bulk. Calculated properties for BCC iron such as the
unit cell length, atomic (i.e., unit cell) volume, cohesive energy, and the elastic (i.e, bulk)
modulus are found to be in excellent agreement with the experiment. The cohesive energies for
two other phases of iron, the FCC and HCP, are also predicted in good agreement with
experiment. Ongoing and future work is also discussed.



INTRODUCTION

Given the presert realities of Armed Forces funding, it has become critical to exploit any
possibilities for prolonging the safe usage of available equipment. In the particular case of
artillery, it is apparent that the Army's present stock of gun barrels erode at rates higher than
would be expected from simple physical models based on thermodynamics and kinetic theory
[1,2]. Additionally, thereis evidence that new propellants formulated to enhance performance of
existing artillery increase the wear on the gun barrel, contravening the benefits of advanced
performance [2]. It has been shown that the interaction of the propellant combustion products
with the gun stedl deposits high concentrations of carbon into the gun stedl [3]. The properties of
steel show significant changes as a function of the carbon concentration. Such things as melting
point, thermal expansion coefficient, and response to stress and strain can be quite different for
the various forms of iron carbide. As stedl is exposed to the drastic physical conditions of high
temperature and pressure, and reaction products resulting from the combustion of energetic
materials, the carbon content of the steel will change. This causes an overall degradation in the
surface of the steel, making it much more susceptible to melting, cracking and flaking, thus
reducing its useful lifetime. In this study we are attempting to unravel the mechanistic details of
the chemical reactions taking place during the combustion of energetic materials that lead to the
infusion of carbon atoms into the virgin steel.

There is a second chemical process that degrades the steel and involves hydrogen. Itis
well-established [12,13,14] that hydrogen atoms (and perhaps molecules) can easily enter the
bulk steel at the iron grain boundaries. The hydrogen atom occupies such a small volume that it
can apparently diffuse with little to no barrier into these inter-granular regions and weaken the
bonding between the grains. The effect enables entire grains of steel to flake-off from the
surface of the steel, further degrading the integrity of the surface. Thisweakening of the iron
bonds by hydrogen is referred to as hydrogen embrittiement. The goal is to prevent or drastically
reduce the enhanced carburization and hydrogen embrittlement of the steel. To achieve this godl,
we will use the understanding obtained in these studies concerning the chemical mechanisms
responsible for the deposition and subsequent diffusion of carbon and hydrogen into the stedl.
This information will be used to suggest reformulation of the energetic materials that might
reduce or eliminate this carburization process and hydrogen embrittlement.

Here we report results obtained from two quantum mechanical techniques commonly
used to study solids. These are the PseudoPotential PlaneWave method (PP-PW)[4], and the
Fully Linearized Augmented PlaneWave method (FLAPW)[5]. Both methods used Density
Functiona Theory formulated within the Kohn-Sham framework. 1n the PP-PW, the non-
valence electrons are replaced with pseudopotentials (PPs), here chosen to be “ultra-soft” PPs
developed by the scheme of Vanderbilt [15]. The single particle wave function is an
orthonormalized planewave, or Bloch Function, representing the proper boundary conditions. In
the FLAPW approach, the core electrons are approximated using the “Muffin Tin” description
[5], and the interstitial €lectron densities are again described by planewaves.

To smplify the initial stages of this project, we're using pure iron rather than steel as our
starting model. This approximation is justified, in part, due to the low concentration of carbon in



virgin gun stedl, i.e., ~0.4% by wt. We have begun our studies with CO attacking the Fe(111)
and (100) surfaces using the PP-PW method. In thisfirst stage, we are attempting to benchmark
the accuracy of the theory against experimental data. In addition to bulk iron, thereis
experimental data available for CO adsorbed on both the (111) and (100) surfaces. Thisincludes
heats of desorption [6,7], and both indirect [8,9,11] and direct [7,8] structural information about
the location and orientation of the CO on these surfaces. In addition, there is experimental data
available supporting the catalytic bond breaking of CO on Fe(111) and estimates of the heat and
rate of reaction for CO -> C + O [10]. This study attempts to reproduce the known experimental
data, and support or refute suggested (but unverified) structures and locations for CO on these
surfaces. Results will be shown for the calculated binding energies of CO on Fe, and structural
changes occurring in the CO after adsorption onto Fe(111) and Fe(100).

While the quantum mechanical approach is inherently accurate, at the present time there
is a fundamental limitation to the use of this approach in that modeling of processes involving
atomistically "large" systems (even of afew hundred atoms) are still outside our computational
capacity. As an aternative, certain aspects of physical behavior can be simulated at the atomistic
level where interatomic interactions are described by empirical (or semi-empirical) potential
models. The Body Centered Cubic (BCC) transition metals pose particular challenges because
the use of empirical classical potential functionsis well known to be of questionable validity. On
the one hand, properties such as strong directional bonding and ferromagnetism make it
necessary to consider the electronic degrees of freedom explicitly in describing the interatomic
interactions.

Practicaly al current atomistic simulations of Fe are concerned with the BCC structure
using variants of a many-body potential in one of two forms:. the so-called "Embedded Atom
Method" (EAM)[23,24] and the so-called "N-body" or Finnis-Sinclair (FS) potential [25]. A
vast family of EAM - type models for Fe has been developed thus far (for references see, e.g.
[26]). The most advanced models allow for directionality of interatomic bonds. The concept of
representing bonds is usually addressed in on of two ways: (i) the tight-binding analysis utilizing
moments of the electronic density of states (DOS) [27], and (ii) the well known in quantum
chemistry concept of "bond order” [28]. In this work, we explore a third means for defining
bonds, it is the Tersoff bond-order approach [29], which represents a type of classical, analytic
function approach capable of being used in a computationally efficient manner for atomistic
simulations of Fe.



METHODS

A. DEFINITION OF CALCULATED PROPERTIES

The * Saturation Magnetization” , My, is the degree to which a substance can be
magnetized by an external field at T = 0°K [21]. Mo (for zero orbital angular momentum) is
given by
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where
N = number of atomsin volume V
g = electronic g-factor = 2.0023
ng = Bohr Magneton in (erg/gauss)
S = total spin angular momentum

The “Effective Magneton Number”, np_is defined via the Saturation Magnetization as [16],
&N 0 &N 0
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and is reported by experiment [13] to be 2.22 BM for iron.

The “Bulk Modulus® of asolid, K, is defined as the energy required to produce a given
deformation in the solid [16]. It is given quantitatively as

2
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where
Vo = volume of the bulk unit cell at equilibrium
E = internal energy of Vo a T = 0°k.

K has been calculated in this study by fitting the change in energy of the Fe BCC lattice as a
function of finite differences in the volume. The changes in volume were produced by uniformly
changing the cell vectors in steps of 0.01A in the primitive unit cell. The resulting curve of E vs.
V was then fit to a quartic polynomial and the second derivative taken explicitly.



B. QUANTUM MECHANICAL METHODS

All the iron structures are derived from the BCC space group. The quantum mechanical
methods being used in this study are the Pseudopotential Planewave (PP-PW) method and Fully
Linearized Augmented Planewave (FLAPW) DFT methods familiar to most solid state
theoreticians. It should be mentioned that both quantum mechanical approaches use scalable
codes, and it was found that a reasonable balance between CPU residence time and throughput
could be obtained on the ARL MSRC SGI Origin 2000 arrays by running eight processors per
job. The PP-PW agorithms are those implemented in the CASTEP [4] codes. In the PP-PW
approach, the non-valence e ectrons are replaced with pseudopotentials (PPs), here chosen to be
“ultra-soft” PPs developed by the scheme of Vanderbilt [15]. The single particle wave function
isan orthonormalized planewave, or Bloch Function, and represents the proper periodic
boundary conditions for the crystal:

® j (1) = e 8 o (ke
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with,
k = wave vector (“crystal momentum of the electron™)
G = reciprocal lattice vector
ca(k) = coeffecients of a Fourier expansion.

The DFT exchange-correlation functionals are the GGA functionals developed by Perdew and
Wang [17]. The k-point sampling is based upon the * Special k-point” generation scheme of
Monkhorst and Pack [18].

The FLAPW calculations use the WIEN97 algorithms devel oped by Schwartz et al. at the
Technical University of Vienna[5]. This method has been applied to the study of the hydrogen
molecule interacting with the Fe(111) surface. The muffin tin radii where selected to be 0.70
Bohr for hydrogen and 1.80 Bohr for iron. The 100 k-points were generated on a special point
grid which can be used in a modified tetrahedron integration scheme developed by Bloechl et al.
[19]. A constant kinetic energy cutoff of 272 eV was used to select the planewave expansion.

C. DETAILS OF PP-PW: SURFACE RELAXATIONS

All the surface relaxation calculations utilized the PP-PW method. The surfaces are
formed from Fe slabs held at the optimized structure for the bulk using a vacuum region of 10 A.
The supercell dimensions are held constant. All kinetic energy cutoffs were set at 380 eV, which
is larger than the recommended 340 eV cutoff described in the CASTEP codes as “precise’. The
supercell contained a 1x1 unit cell in the (X,Y) directions (with Z normal to the surface).

Fe(100) dabs of 6 and 8 layers have been examined. For the 6 layer dab, only the top two layers
were relaxed while the remaining atoms were frozen. For the 8 layer slab, two calculations were
run. Inthefirgt, only two layers are relaxed, while in the second run three layers are relaxed.



D. DETAILS OF PP-PW: COATTACK ON FE

The Fe(100) slab was represented by a supercell constructed from 2x2 unit cells spanning
the (X,Y) directions, with four layers of iron set at the experimental structure of bulk iron. The
inter-planar distance is then given as 1.4692 A with atotal slab thickness of 4.4 A as measured
by the nuclei positions. The CO was initially placed above the surface using a graphical user
interface (CERIUS2 [4]) in an arbitrarily chosen orientation with the center of mass of the CO
molecule placed approximately over the center of the square formed by four of the surface irons.
The CO was given an initial bond length of 1.22 A, where the gas phase equilibrium value is
approximately 1.13 A. The carbon was placed slightly nearer the surface at a distance of 1.0780
A, and oxygen at adistance of 1.5087 A. Theinitial optimization was done without allowing for
spin polarization in the wave function. This optimized structure was then used as the starting
structure for the spin polarized minimization.

For CO approaching the Fe(111) surface, a slab containing three layers of iron is used
with avacuum of 10 A. The iron structure is that used in the CO on Fe(100) optimization, and
for the (111) cleavage, the inter-planar spacing is structure was generated by hand using a
graphical user interface. The CO was placed above the diamond formed by four surface irons
such that the CO center of mass sits roughly above the iron atom in layer two which resides
inside the surface diamond. The carbon lies 0.40 A above the surface and oxygen 0.23 A above
the surface. The CO bond was oriented approximately paralléel to the long axis of the diamond.
Asin the (100) case, theinitia optimization was done without spin polarization of the wave
function. The optimized structure from this non-polarized run was then used as the starting
structure for the spin polarized optimization.

E DETAILSOF FLAPW: HYDROGEN ATTACK ON Fe(111)

The interaction energies for H, approaching the Fe(111) surface were calculated using the
FLAPW approach. The Fe(111) slab was formed from a 2x2 unit cell with seven layers of iron,
and the vacuum region is fixed at 7.2 A. Theiron structure is frozen at the experimental crystal
| attice structure with a unit cell length of 2.904 A consistent with atemperature of 916°C. To
reduce the computational effort, use is made of the remaining symmetry for this slab by
enforcing a plane of symmetry spanning the (X,Y) directions (where Z is normal to the surface)
such that each of the two surfaces forming the slab are mirror images of one another. Hence, the
model includes two hydrogen molecules, with one molecule attacking each surface of the dab
and behaving in a symmetrically identical fashion.

Initially, H» molecule is placed above the (111) surface at adistance of 1.35A. Itis
oriented such that the H-H bond is held parallel to the iron surface with its center of mass lying
on a vector drawn normal to the surface, and this vector intersects the surface at the center of the
diamond formed by four neighboring iron (111) surface atoms. The potential energy surface
(PES) is generated by manually moving the H, molecule toward the surface along the normal
vector in a stepwise fashion. At each step the H-H bond length is both lengthened and
contracted by one or more increments to give a mapping of the PES as a function of the H-H
separation. Finally, when one of the H atoms lies near the sum of the muffin tin radii R(Fe+H),



the H-H dumbbell is rotated about this H atom to further probe the PES for the other H atom.
This datawill later be used to fit an analytica potential energy function for use in classical
molecular dynamics simulations of hydrogen migration through an iron lattice.

F. DEVELOPMENT OF THE TERSOFF POTENTIAL ENERGY FUNCTION.

At the present time there exists quite a few bond-order models for calculating the
energetics of covalent crystals (for areview see [30]). Among these models, for our purposes, the
so-called Tersoff potentials [29] are of prime interests. Formulated initially for Si crystals, the
potentials were also used for C and Ge, and later generaized to allow for description of multi-

component systems [29,31]. The Tersoff potentials explicitly take into account the directionality
of bonds. For a one-component covalent crystal, the total energy is taken to be:

(6) E=12S;; fe(Ri-R)) [Vrep(Ri-R}) + Vibo(R;,R;)]

Here f.(|R]) is a cut-off function and Vep(R; -Rj) is arepulsive pair-wise potential, having a
simple exponentia form.

We preserve the Tersoff's expression for the total energy, but the repulsion part,
Vrep(Ri-Rj) has been modified to alow for a strong repulsion at the distances which are smaller

that half the nearest neighbor distance, Ry, in BCC lattice:
(7) Vrep(R) = A exp (-b1|R| + b405R/R)2),
The attractive, bond-order part of the energy is also preserved:

® Vbo(R;R) = - B exp (-0Ri -Rj)) bR, R).

However, b(R;,R;) is now

(9) b(Ri’Rj) = zijf(]_ +0hZ 7 + pZ ij2 + g3zij3 + g42ij4 + OsZ iJ.5 + gezij6)

where

(10) Zjj =S jujj felIRi -Rkl) exp (-b3lRi -Rk[M)g(dijk)
and

(1) 9(qijk) =1+ c{1- b/[1+d (h?- cosgjjk2)2]} (2 d)



RESULTS
A. PP-PW: SURFACE RELAXATIONS

Table 1 lists calculated and experimental properties for both bulk iron and the Fe(100)
surface. Both the PP-PW and FLAPW predict the unit cell lattice constant to within ~1% of
experiment, which trandates into ~4 and 2% errors in the volume from the respective theories.
The magnetic properties of iron (at T=0°K) are reflected in the “Effective Magneton Number”,
Ny, in Table 1. The experimental value is reported to be [16] 2.22 BM, while PP-PW and
FLAPW predict 2.29 and 2.21 BM respectively. Thisis excellent agreement between
experiment and theory. The ability to correctly reproduce the magnetic properties of iron is
crucial, since the structure of iron is strongly dependent upon its ferromagnetism. Itis
anticipated that interaction energies between organic compounds and the iron surface will also
show a strong dependence on the spin state of the ground state iron. The theoretical predictions
for the Saturation Magnetization, M o, are calculated from the predicted Effective Magneton
Number and Lattice Volume. The errors in these quantities carry over into the prediction of the
Mo values, asseenin Table 1.

The structure for many iron surfaces has been explored experimentally [20], and Table 1
includes the changes in the inter-planar distances, Dd, both from experiment and from PP-PW
theory. It should be pointed out that all the calculated shiftsin plane spacings are done including
spin polarization of the wave function starting with the optimized bulk structure at this level of
theory. Initial tests using non-polarized wave functions produced an interplanar distance
between the surface layer and the second layer of d(1-2) = 1.13 A, to be compared with the
experimental value of 1.36 A. The lack of proper spin treatment produced an unacceptably large
error of 17% between the calculated and experimental values. For a slab containing six iron
layers and relaxing only the upper two layers, but now properly including spin polarization, PP-
PW predicts achange of Dd(1-2) = -1.7% and Dd(2-3) = +1.8%. Thisisto be compared to the
experimental values of -5+2% and +5+2% respectively. The theory underestimates the degree
of contraction and expansion, but gets the trend correct. Only the top two layers were relaxed
since the experiment could detect no change in the Dd(3-4) spacing. To study the effect of the
number of iron layers on the result, another run was made using an eight layer slab and again
relaxing only the top two layers. Theresultsin Table 1 show that the addition of the extratwo
layers of iron in the dab have brought the changes dightly closer to the experimental values,
with theory now predicting Dd(1-2) = -2.6% and Dd(2-3) = +2.4%. Finally, a calculation was
run to see if theory predicts any change in the Dd(3-4) spacing. An eight layer dab was again
run while relaxing the top three layers, and the results show only a small change for the Dd(3-4)
spacing, - 0.3%, from its equilibrium bulk value, while the Dd(2-3) = +1.9% isin dlightly worse
agreement with experiment and the Dd(1-2) = -2.6% remains unchanged. Therefore, theory
supports the experimental finding [20] that no change in the Fe(100) Dd(3-4) spacing could be
observed.

We have not yet performed analogous FLAPW calculations on the plane spacings in the
Fe(100) surface. While the FLAPW is generally accepted to give more accurate results than the
PP-PW as substantiated here by the bulk structure predictions, it can be significantly more



computationally demanding than the PP-PW methods. The relative computational demands
between these methods have not yet been systematically explored, but this will be done in the
near future.

B. PP-PW: COATTACK ON FE

The interaction of CO with Fe(100) and Fe(111) has been explored experimentally
[6,7,8,10], and this experimenta data serves as a good substantiation for the reliability of the
theory to predict chemical reactions at the surface. Table 2 presents results for CO interacting
with both an Fe(100) (see Figure 1) and Fe(111) (see Figure 2), but primarily the (100). This
was more heavily studied in this work due to the fact that CO is less reative on the Fe(100)
surface, and hence far more structural datais available for CO bound to the surface. All CO
interactions with the surfaces are done using an iron surface frozen at the experimental structure.
To begin, the CO bond length was predicted for an isolated CO molecule with the PP-PW
approach. Experiment reports this value to be 1.13 A [22], and the calculated value is in good
agreement at 1.14 A. We see that the CO bondlength, R(CO), is substantially elongated once
bound to the surface. For the Fe(100) surface without spin polarization, R(CO) = 1.353 A, and
with spin 1.312 A. For the Fe(111) surface the analogous R(CO) distances are 2.659 and 2.709
A, respectively. Animportant observation is that the CO has essentially dissociated on the (111)
surface with no apparent barrier to bond breaking, as seen in experiments. It isto be concluded
that the binding site found for the energy minimization on the (111) surface is the dissociative
site discussed in the experiments. Our results show the oxygen bound essentially to Fe atomsin
the surface plane, while the carbon embeds itself deep into the diamond shaped cavity, and has
its shorted Fe-C distance of 1.72 A with an Fe atom in the third plane. While this arrangement of
the oxygen and carbon in the dissociative binding site has been suggested by experimentalists
[10], there has been (to our knowledge) no experimental verification of this. Thisis the first
known prediction of the actual location for these atomsin this site. Finally, for both the (100)
and (111) surface, the Fe spin seems to have little effect on the structure or orientation of the CO
molecule.

Concentrating now on the Fe(100) surface, it was seen experimentally that the most
tightly bound CO on (100) is assigned to the a3 binding site. Here, CO sits essentially in the
middle of the square formed by four surface atoms, and bisects two opposing sides of the square
asshown in Figure 1. Furthermore, it istilted away from a vector normal to the surface by either
g =45+10°[8] or 55+2° [7], with the latter value being presented as the more reliable one. Our
calculated orientation of CO putsit in exact agreement with the general location whereby it
bisects two sides of the square, and our tilt angleis calculated to be 55° for the case where spin
polarization was ignored, and 49° for the presumably more accurate spin polarized result. If we
assume that the latter theoretical value is more accurate, then our theoretical prediction lies
midway between the two experimental predictions. Experiment [7] predicted two possible
distances from the carbon atom to the plane of the Fe surface, either R, = 0.2 or 0.6+0.1 A [7].
Our spin polarized calculations predict a distance of 0.57 A, in good agreement with the larger of
the two experimental choices, thereby supporting the 0.6 value. The nearest Fe neighbor
distance (from carbon) was seen to lie in the range R, = 1.64-2.04 A by experiment, and our
closest iron (which lies in the second iron plane nearly directly below the carbon atom) is
predicted to be at adistance of Ry = 1.95 A for the spin polarized calculations. As can be seen,



the neglect of the spin causes the CO to lie somewhat closer to the surface, in poorer agreement
with experiment.

The binding energies of CO on the Fe surfaces can also be seenin Table 2. While there
is experimental data on binding energies for both the Fe(100) and (111) surfaces, the actual
structure of the CO on the surface is characterized most thoroughly for the previously described
as binding site. The experimental binding energy at the a; site is predicted to be 26.2 kcal/mol
[7]. Thisvaue was derived from a kinetic expression describing temperature controlled
desorption experiments. In the expression for the rate constant of desorption a pre-exponential
factor of 10'® s* was assumed. Later experiments [8] refer back to these earlier results and claim
that this value for the pre-exponential is too small, and should be in the range 10™° -10% s,
which would raise the value of the binding energy. Our calculated value with spin is 32.3
kca/mol, in reasonable agreement with the experimental value, especially considering the fact
that the pre-exponential used to derive the experimental value might be to small. When spin
polarization is ignored, an unacceptably large error isintroduced and produces a binding error of
87 kcal/mol, well outside the range on any observed binding energies for CO on Fe. For the
Fe(111) surface, the spin polarized value is predicted to be 23.3 kcal/mol. This value lies below
the experimental value of 48 kcal/mol [8] for the dissociative desorption of CO from the (111)
surface. The current theoretical prediction is for a (111) surface containing only three layers of
iron, and the calculated binding energy could change significantly with the addition of more
planes to the dlab. Such a dependence on more layers is quite possible considering the small
inter-planar spacing of 0.83 A for the (111) surface, as compared to 1.43 A for the (100). All
these calculations are being redone with simultaneous relaxation of the iron surfaces. But taken
as a collection, the spin polarized data for the interaction of CO with Fe(100) and (111) isin
surprisingly good agreement with experiment.

C. FLAPW: HY DROGEN ATTACK ON Fe(111)

The main purpose for the stepwise mapping of the PES for H, approaching the Fe(111) is
to produce data that can be used to develop a classical potential energy function to alow usto
perform classical molecular dynamics simulations on hydrogen diffusion in iron and steel. This
will be discussed in the next section. Table 3 lists the interaction energies of the H, molecule
with the Fe(111) surface that have been accomplished to date. The energies included in this
table are in units of eV, and are relative energies with zero taken at infinite separation of Hy from
the surface. Asyou move from left to right in the table, the H, molecule approaches the surface.
As you move from top to bottom in the table, the H-H bond length isincreasing. It can be seen
that as the H, molecule approaches the surface, there is a steady elongation of the H-H bond with
only ahint at a saddle point, or transition state (TS). To date, no TS has yet been seen in the
breaking of the H-H bond. A more elaborate searching algorithm will need to be employed to
determine if a TS does exist. The lowest energy location found so far for the two hydrogen
atoms predicts a dissociated H-H bond length of 4.2 A. At this structure, one of the hydrogens is
apparently bound to two Fe atoms, one in the surface and one in plane two. The other hydrogen
is apparently bound to an Fe in the surface at the other point of the diamond and a second Fein
the third plane. More mapping of the PES will be done to refine the PES to which the classica
potential energy function will be fitted.

10



D. TERSOFF POTENTIAL

Table 4 presents the results of the parameter optimization. One can see from Table 1 that
the new potentia reproduces the elastic (i.e., “bulk”) moduli, K, for the BCC phase within 4%,
indicating a very good reproduction of the interatomic forces around the energy minimum. It is
well known that C44 is especially sensitive to directional bonding and is not reproduced well by
the traditional EAM. One can also see that the energies of FCC and HCP are discriminated very
well. The cell parameter, a, and atomic vulume, Wy, for the BCC agree to within the five
significant digits of the experimentally reported values. The cohesive energies for both the BCC
and FCC phases, E.on, agree with experiment to within a fraction of a percent.

Fitting the energies of Face Centered Cubic (FCC) and HCP phases of Fe was a part of
the procedure of the potential calibration. The HCP experimental energy [34] was estimated
from the enthalpy at the point of BCC-HCP phase transformation under pressure at 130Kbar. In
this model, the phase transformation occurs at P=115Kbar. This should be considered as a
reasonable agreement with experiment. This Tersoff iron potential is currently being augmented
with terms to include the interaction between iron and hydrogen. Upon completion of this
potential energy expression, classical molecular dynamics simulations will be performed to
model the diffusion of hydrogen into and through the iron bulk. Thiswill enable usto predict
diffusion rates and preferred locations for hydrogen aggregation with ensuing changes in the iron
structure.

11



SUMMARY

Much progress has been made in characterizing quantum mechanical methods and
classical potential energy functions for use in unraveling the chemistry responsible responsible
for gun tube erosion. The quantum mechanical (QM) results have shown a good level of
accuracy in predicting bulk and surface properties of Fe(100) and (111) surfaces. Thisincludes
structural and magnetic properties. The QM methods have also shown quantitative accuracy in
predicting structural information for CO on Fe(100). While further improvements in the model
system must be made, it appears that the QM methods are also capable of quantitative
predictions for the energetics of CO interactions with the iron surfaces. This will be very useful
for direct predictions of structural and mechanistic data concerning the chemistry responsible for
the deposition of carbon on and into the iron surfaces. This QM data will aso be used to develop
classical potential functions of the Tersoff form, so molecular dynamics simulations can be
performed to predict diffusion rates of carbon and hydrogen through the iron, with simultaneous
predictions of structural changes at or near the iron surface. To this end, QM calculations of H,
interacting with Fe(111) are well underway, and a substantial part of the PES has already been
mapped.
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Table 1. Comparison of calculated with experimental bulk properties of BCC iron for
Spin Polarized Wave Functions.

PROPERTY EXPERIMENT THEORY
L attice Constant 2.866 A° (PP-PW) 2.825 (1.4%)
(FLAPW)  2.850 (0.6%)

Lattice Volume 23.551 A3 (PP-PW) 22.548 (4.3%)
(FLAPW)  23.156 (1.7%)

Bulk Modulus, K 170 Gpa (PP-PW)
(FLAPW) 172 (1.2%)

Eff. Magneton Num., ny 2.22 BM° (PP-PW) 2.29 (3.2%)
(FLAPW)  2.21(0.5%)
Sat. Magnetization, Mo 1750 cgs® (PP-PW) 1881 (7.5%)
(FLAPW) 1772 (1.2%)
(100) Interplanar Spacing® 6 Layers/Opt=2"
Dd(1-2) -5+ 2% -1.7%
Dd(2-3) +5+ 20 +1.8%
8 Layers/Opt=2
Dd(1-2) - 2.6%
Dd(2-3) +2.4%
8 LayersOpt=3
Dd(1-2) - 2.6%
Dd(2-3) +1.9%
Dd(3-4) -0.3%

a. PP-PW = Pseudopotential Planewave method; FLAPW = Fully Linearized Augmented
Planewave method.

b. Change from bulk plane spacing. Bulk spacing is 2.866 A. Ref. 20.

Ref. 16.

Label refers to the number of iron layers included in the slalb/number of relaxed surface

layers. Percent changes are from the optimized bulk structure at this level of theory.

oo
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Table 2. Calculated and experimental values for carbon monoxide molecule on the iron (100)
and (111) surfaces.

EXPERIMENT THEORY
No Spin With Spin

Bond L ength of CO
R(Gas Phase) = 1.128 A 1.144 A N/A
R(On100)  Elongated by at least 0.07 A [6] 1.353 A 1.312 A
R(On111) NoAvailable Data 2.659 A 2.709 A
g [angle of C-O bond with normal to (100) surface]
45 + 10°[6] and 55 + 2°[7] 55° 49°
R, [distance of carbon from (100) surface, A]
Either 0.2 or 0.6 = 0.1[7] 0.50 0.57
R, [carbon to nearest Fe(100) neighbor, Al
Ry = 1.64—2.04[7] 1.86 1.95
Binding Energy (DE in Kcal/mol)
Fe(100) a; =12.8[7]

a»>»=18.0

az;=26.2" 86.9 323
Fe(111) ao (ontop) =7

a1 (deep-hallow) =7

90.0 23.3
a, (shallow-hallow) =32[8]
b (dissoc. desorp.) =48[8]

* Later experiments [8] claim this value is too low due to use of a pre-exponentia factor of 10™
s, while recommended value value is in the range 10™° - 10'8 s,
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Table 3. Interaction Energy (€V) for H, Approaching a Fe(111) Surface. Calculated
Using FLAPW.
H-H Distance of H-H Center of Mass From Surface (A)

Distglce 1.35 1.20 1.05 0.90 0.73 0.65
0.(7540 -0.0250 -0.0270 0.0820 0.2628 0.4720 0.6480
1.0670 0.4760 -0.0480 0.0810 -0.3160 -0.2620
1.4230 1.8460 -0.0170 0.7140
1.7780 1.4180 0.5520 -0.0250 -0.6240 -0.5930
2.3720 1.5540 0.3190 -0.3220 -0.8140 -0.7270
2.9880 -0.5840 -1.2630 -1.1940
3.5570 -1.3390 -1.6030 -1.8530
4.1260 -1.6330 -2.0410 -1.8740
4.5580 -1.9050 -1.9480 -1.8630
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Table 4. Experimental and Fitted Properties of Fe (energiesin V, distancesin A, atomic volumes
in A3, elastic moduli in 102 GPA, surface energy in ev/surface atom):

Description
Cell Length
Atomic Volume

Cohesive Energy

Elastic Modulus

Surface Energy

Cohesive Energy

Cohesive Energy

Exp.Vaue Cadc. Vdue

Phase- BCC
a 2.8589 2.8589
Wp 11.6833 11.6833
Ecoh - 4.28 -4.28
Cll 24310 2.3675
C12 13810 1.3191
C44 12190 1.2190
C' 05250 0.5242
K 1.7310 1.6686

Esuf1112 25  2.2439

Phase- FCC (W =11.152)b
Ecoh - 4.223 - 42229

Phase- HCP (Wp=10.398°
Econ - 4.213 - 4.2134

(Erep =2.11521 By =-6.3952)

(Erep =2.4019 Ep, =-6.6249)

(Erep =2.9406 By =-7.1540)

a. Estimated based on ab-initio calculations [32]
b. The atomic volume and energies as found from experiments on high-temperature BCC-FCC
polymorphic transformation [33].
c. The atomic volume and energy at the point of BCC-HCP phase transformation (130K bar) [34]
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Figure 1. Optimized geometry for carbon monoxide on the iron (100) surface as determined
from PP-PW calculations including spin polarization.
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Figure 2. Orientation of the CO on the Fe(111) surface (three-layer dab) from a PP-PW
optimization calculation including spin polarization. Carbonisin grey and oxygeninred. The
four surface irons have been colored light blue to distinguish them from the iron in the second

and third layers. See text for details.
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